
 Hose inner fluid contact surface
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T Tannic acid ○ ◎ ○ ◎ －
Tar × ○ ○ ◎ －
Tartaric acid ○ ◎ ◎ ◎ ○
Tetrachloroethylene × △ ○ ◎ △
Tetrahydrofuran × △ × ◎ ◎
Tetralin × △ △ ◎ ○
Thionyl chloride × × ̶ ◎ ×
Tin (ll) chloride ○ ◎ ○ ◎ －
Toluene × △ × ◎ ○
Trichloroacetic acid － － － ◎ －
Trichloroethylene × △ × ◎ △
Tricresyl phosphate (TCP) × － △ ◎ －
Triethanolamine △ ○ ◎ ◎ ○
Triethylamine － － － ◎ －
Tung oil ○ ◎ × ◎ －
Turbine oil × － × － －
Turpentine oil ○ △ × ◎ ○

V Vinegar ○ ◎ ◎ ◎ －

W Water ◎ ◎ ◎ ◎ ◎
Whiskey, wine ◎ ◎ ◎ ◎ －

X Xylene × △ × ◎ ○

Z Zinc acetate ◎ ◎ × ◎ －
Zinc chloride ◎ ◎ － ◎ ○
Zinc sulfide ◎ ◎ ◎ ◎ ○
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